
 

 

 

 

 

 

 

Structural Monitoring and Maintenance, Vol. 2, No. 2 (2015) 165-180 

DOI: http://dx.doi.org/10.12989/smm.2015.2.2.165                                                 165 

Copyright ©  2014 Techno-Press, Ltd. 

http://www.techno-press.org/?journal=smm&subpage=7        ISSN: 2288-6605 (Print), 2288-6613 (Online) 
 
 

 

 
 
 
 

Damage detection of reinforced concrete columns retrofitted 
with FRP jackets by using PZT sensors 

 

Efi A. Tzoura
1, Thanasis C. Triantafillou1a, Costas Providakis2b,  

Aristomenis Tsantilis1c, Corina G. Papanicolaou1d and Dimitris L. Karabalis1e 
 

1
Department of Civil Engineering, University of Patras, GR-26500 Patras, Greece 

2
Department of Architectural Engineering, Technical University of Crete, GR-73100 Chania, Greece 

 
(Received August 29, 2014, Revised May 15, 2015, Accepted May 20, 2015) 

 
Abstract.  In this paper lead zirconate titanate transducers (PZT) are employed for damage detection of 
four reinforced concrete (RC) column specimens retrofitted with carbon fiber reinforced polymer (CFRP) 
jackets. A major disadvantage of FRP jacketing in RC members is the inability to inspect visually if the 
concrete substrate is damaged and in such case to estimate the extent of damage. The parameter measured 
during uniaxial compression tests at random times for known strain values is the real part of the complex 
number of the Electromechanical Admittance (Conductance) of the sensors, obtained by a PXI platform. The 
transducers are placed in specific positions along the height of the columns for detecting the damage in 
different positions and carrying out conclusions for the variation of the Conductance in relation to the 
position the failure occurred. The quantification of the damage at the concrete substrate is achieved with the 
use of the root-mean-square-deviation (RMSD) index, which is evaluated for the corresponding strain values. 
The experimental results provide evidence that PZT transducers are sensitive to damage detection from an 
early stage of the experiment and that the use of PZT sensors for monitoring and detecting the damage of 
FRP-retrofitted reinforced concrete members, by using the Electromechanical Admittance (EMA) approach, 
can be a highly promising method. 
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1. Introduction 
 

For over a century reinforced concrete (RC) is the most prevalent composite material used in 

structures. Although RC has been proved to be a durable material through time, in recent years 

several structures need to be rehabilitated. Deterioration of old structures due to aging and/or the 

need to upgrade existing structures, e.g., as a means of seismic retrofitting, leads nowadays to the 
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solution of retrofitting with various methods. 

During the last decades the revolutionary method of fiber reinforced polymer (FRP) jacketing 

has been proposed for flexural strengthening, shear strengthening and confinement of RC (e.g., 

Triantafillou 2001). Due to the high strength-to-weight ratio and the ease of their application, FRP 

jackets have become quite popular and have been used in several structures; the FRP jacketing 

technique has proved to be quite efficient. 

Although utilization of FRP as a strengthening technique is widespread with a great amount of 

research being carried out in this field, a particular drawback of this method is its inability to allow 

detection of possible damage on the reinforced concrete substrate over time, compared to other 

strengthening techniques, e.g. reinforced concrete (RC) jackets or textile reinforced mortar (TRM) 

jackets. 

In past studies, methods of Structural Health Monitoring (SHM) have been proposed, which 

mainly concern damage detection techniques (e.g., Davor and Richard 1998, Giurgiutiu et al. 2003, 

Akuthota et al. 2004, Kim et al. 2007), aiming to reduce the inspection cost of structures. 

Nevertheless, each of these traditional damage detection techniques has their positive and negative 

virtues. Furthermore, many traditional techniques require out of service periods or can be applied 

only a certain time intervals. Another drawback of these traditional techniques is the need to know 

in advance the area where the damage will occur and that the specific area can be easily accessible. 

Among them, the acoustic emission technique is suitable for long-term and in-service monitoring 

but needs to filter out the noise from the emission signals (Peairs et al. 2003). 

Τhe existing SHM methods applied on FRP jackets concern the detection of the debonding of 

FRP sheets or laminates from concrete members either experimentally or analytically (Saafi and 

Sayyah 2000, Oehlers 2004). To the best of our knowledge none of them concerns damage 

detection of the concrete substrate, when failure occurs due to (brittle) FRP rupture. Before rupture 

occurs the possible cracks at the concrete substrate cannot be inspected visually. None of the 

contemporary non-destructive damage detection methods has proved to be appropriate for reliable 

conclusions in such cases. Furthermore, the continuous monitoring of structures with the usual 

methods has the significant disadvantages mentioned above. 

Nowadays Lead Zirconate Titanate (PZT) transducers are widely used for damage detection in 

steel and reinforced concrete structures (Bhalla and Soh 2003, 2004).The advantage of the PZT 

transducers over the two other methods (strain tracking and acoustic emission) is due to the low 

cost of the equipment, the simplicity in applying them and the low storage space required.PZT 

transducers use the piezoelectric effect to measure changes in strain by converting them to an 

electrical charge and conversely when applying an electric field to measure the mechanical strain. 

Consequently a PZT transducer can be used both as an actuator and as a sensor. 

Damage detection on the basis of measuring the electromechanical admittance (EMA) of PZT 

transducers was proposed by Liang et al. (1994).Techniques concerning the EMA measurements 

have also been proposed by Park et al. (2006a, 2006b, 2009) and Overly et al. (2009). The main 

advantages of this technique are the ability to detect damage in small and large scale, the potential 

for continuous on-line monitoring, the low cost and the ease of practical application. The 

electromechanical admittance of the transducers is directly related to the electromechanical 

admittance of the structure. When cracks propagate in a reinforced concrete member, the 

electromechanical admittance undergoes changes. These changes are the main indicator for 

damage detection. So far only a few number of studies utilized the EMA approach for structural 

health monitoring of structures retrofitted with FRP (Kim et al. 2008, Park et al. 2011, Providakis 

et al. 2013). 
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The Root-Mean-Square-Deviation (RMSD) function has been proposed for quantifying the 

damage of the concrete substrate with respect to the changes of the admittance; this function is 

regarded as a reliable damage index (Tseng and Naidu 2001, Yang et al. 2008). 

In the present study PZT transducers are used for damage detection of reinforced concrete 

columns strengthened with FRP jackets, in order to detect damage of the concrete substrate. The 

PZT transducers are externally placed on the FRP jacket and the electromechanical admittance is 

measured during the experiment as the damage propagates. The variation of the real part of the 

admittance (conductance) is used for quantifying the damage in combination with the statistical 

root-mean-square-deviation index. 

 

 

2. Electromechanical admittance (EMA) approach 
 

The measure of the electromechanical admittance of the specimens was based on a I-V method  

developed on a PCI eXtensions for Instrumentation (PXI) platform setup to generate, acquire and 

elaborate a sine wave in the range of predefined frequencies f(=ω/2π) between 100 and 250 kHz. 

In the I-V method, an unknown admittance Y over the PZT surfaces can be calculated from the 

measured voltage V and current I by taking into account the ratio I(ω)/V(ω). Current is calculated 

using the voltage measurements across an accurately known low value resistor Rc. The I-V circuit 

which is utilized in this work is similar to a voltage divider and schematically is presented in 

diagram of Fig. 1 A function generator (F.G.) outputs a sinusoidal excitation Vin=Vo.sin(ωt) within 

the predefined frequency range. The sinusoidal excitation is normally limited to a small level so 

that the current response I=Io*sin(ωt+φ) across the PZT surfaces and the resistor Rc will be a 

sinusoid at the same frequency ω(=2πf) but shifted in phase φ with Io being the amplitude of the 

current response. The DAQ card of PXI platform setup records simultaneously the voltage Vin at 

the output of the function generator and the voltage drop VR on the calibrated resistor. Hence, since 

the PZT admittance Y is given by Y=I/(Vin-VR)=VR/(Vin-VR)*Rc, the unknowns are the complex 

voltages VR and (Vin-VR). 

 

 

 

Fig. 1 Functional diagram for the admittance measuring system setup 
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Several possible methods exist for computing the unknown complex voltages after the 

voltage-current signals have been obtained. In this work one of the most widely used techniques, 

the integration or sine correlation method, is utilized which is also depicted as a complementary 

part of the diagram in Fig. 1. In sine correlation method, the measured current I is multiplied by 

the in-phase (sine) and in-quadrature (cosine) signals at the same frequency ω and then is 

integrated during one (cyc=1) or more (cyc>1) complete wave periods T=1/f=2π/ω of the 

sinusoidal wave signal. Finally, the real (conductance) and imaginary (susceptance) parts of 

admittance Y in the range of the predefined frequency band are calculated (with respect to 

frequency ω) according to the following integrals (Giurgiutiu and Xu 2004) 

𝑅𝑒𝑎𝑙 𝑝𝑎𝑟𝑡 𝑜𝑓 𝑎𝑑𝑚𝑖𝑡𝑡𝑎𝑛𝑐𝑒 𝐺: 
2

𝑐𝑦𝑐∗𝑇
∫ 𝐼0 ∗ sin(𝜔 ∙ 𝑡 + 𝜑) ∗ sin(𝜔 ∙ 𝑡) 𝑑𝑡

𝑐𝑦𝑐∗𝑇

0
        (1) 

𝐼𝑚𝑎𝑔𝑖𝑛𝑎𝑟𝑦 𝑝𝑎𝑟𝑡 𝑜𝑓 𝑎𝑑𝑚𝑖𝑡𝑡𝑎𝑛𝑐𝑒 𝐵: 
2

𝑐𝑦𝑐∗𝑇
∫ 𝐼0 ∗ sin(𝜔 ∙ 𝑡 + 𝜑) ∗ cos(𝜔 ∙ 𝑡) 𝑑𝑡

𝑐𝑦𝑐∗𝑇

0
      (2) 

Hence the electromechanical admittance is given by the following equation 

BjGY                                  (3) 

Assuming that the mechanical property of PZT transducers does not vary over the monitoring 

period T it has been proved (Giurgiutiu and Xu 2004) that the PZT electrical impedance (or 

admittance) is directly related to the mechanical impedance of the investigated host structure and 

thus any variations in the electrical impedance (admittance) can be considered as an indication of 

changes in structural integrity. Since the electrical admittance is primarily capacitive, the real part 

G plays a dominant role to the final value of admittance as computed from Eq. (1). Taking also 

into account that the imaginary part B is more sensitive to the temperature variations, we easily 

reach to the conclusion that damage mainly affects the real part G of PZT electrical admittance. 

Therefore, the conductance (G) is the determinant quantity in the current study in order to compare 

its measure at healthy and damaged state for quantifying the damage, as mentioned above. 

 

 

3. Experimental program 
 

A total of four reinforced concrete column specimens were tested in axial loading with three 

PZT transducers placed along the height of each column. A description of the specimens follows 

next, supported by Fig. 2: 

 Specimen II3C was retrofitted with two layers of carbon fiber reinforced polymer (CFRP) 

jacket without anchors, having a rectangular cross-section of 450x150 mm. 

 Specimen II4C was retrofitted with two layers of CFRP jacket without anchors, having a 

rectangular cross-section of 600x150 mm. 

 Specimen IIIA3C was retrofitted with three layers of CFRP jacket with anchors, having a 

rectangular cross-section of 450x150 mm. 

 Specimen IIIA4Cwas retrofitted with three layers of CFRP jacket with anchors, having a 

rectangular cross-section of 600x150 mm. 

Note that these specimens form a sub-group of large group of specimens tested to investigate 

the effectiveness of different CFRP confining schemes on columns with large cross sectional 

aspect ratios (3:1 and 4:1). 

Casting of the specimens was made with the same batch of ready-mix concrete in stiff moulds. 
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The average compressive strength at the time of testing of the columns (10 months after casting), 

measured on 150x150 mm cubes was 21 MPa. Strength properties (average values from three 

specimens) for the steel used for longitudinal and transverse reinforcement were as follows: yield 

stress 570 MPa, tensile strength 680 MPa. A few days (two to four) before testing, all specimens 

were capped with a special self-leveling high-strength mortar. Capping is necessary for all 

specimens subjected to compression (axial load) in order to achieve a uniform and flat surface for 

the load to be applied. 

The carbon fiber sheet used for confinement was a commercial unidirectional fiber product 

with a weight of 644 g/m
2
. The carbon fiber sheet was impregnated with a commercial low 

viscosity structural adhesive (two-part epoxy resin with a mixing ratio 3:1 by weight) with tensile 

strength of 72.4 MPa and an elastic modulus of 3.2 GPa (cured three days at 60
o
C). Values of 

tensile strength and elastic modulus for one layer of the epoxy-impregnated carbon sheet from 

manufacturer data sheets were equal to 986 MPa and 95.8 GPa, respectively, corresponding to a 

nominal thickness equal to 1 mm. These values were confirmed by testing five coupons in uniaxial 

tension according to EN 2561 (1995). The test results gave an average tensile strength equal to 

1046 MPa and an elastic modulus equal to 93.7 GPa. 

Each anchor comprised a tow of fibers of the same type used in the unidirectional sheets. The 

length of anchors was 350 mm and their weight was 30 g/m. Impregnation and bonding of fiber 

anchors was done using the same epoxy adhesive used for the impregnation of the carbon sheets. 

The anchors were inserted into holes through the thickness of each specimen along the height, 

following the application of the FRP jacket. They were spread on both sides in a fan shape and in 

the end they were covered with an additional strip of fabric. The configuration of the anchors is 

shown in Figs. 2(a) and 1(b) for specimens IIIA3C and IIIA4C. 

 

 

 (a) 

 

   (b) 

Fig. 2 Geometry of specimens: (a) Cross section, (b) elevation 
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All specimens were subjected to uniaxial compression and failed due to CFRP rupture either at 

the top or at the bottom of the specimen, near the corners, due to stress concentrations in the jacket. 

For specimens II3C and IIIA3C the jacket failed at the top and for specimens II4C and IIIA4C the 

CFRP jacket failed at the bottom (Fig. 3). 

The PZT transducers had a thickness of 2 mm and a width, equal to the height, of 10 mm. The 

arrangement of the transducers along the height of the specimens is shown in Fig. 4 (dimensions in 

mm). The notation of the transducers is PZT_u for the transducer placed at the upper part of the 

specimen, PZT_l for the one placed at the lower part of the specimen and PZT_b for the one 

placed in between. The free PZT surfaces were sealed by using a Dow Corning RTV 3140 (Dow 

Corning) coating silicon elastomer film appropriate to protect from PZT corrosion and ageing 

effect. 

 

 

 

Fig. 3 FRPrupture 

 

 

 

Fig. 4 ArrangementofPZTtransducers (dimensions in mm) 
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Table 1 Properties of PZT transducers 

Property Remarks 

Density  7.80 (g/cm
3
) 

Electric Permittivity𝜀33
𝛵 /𝜀0 1750 

Piezoelectric Strain Coefficient  d31 -180 (10
-12 

C/N) 

Elastic Compliance Coefficients𝑆11
𝐸  

𝑆33
𝐸  

16.1 (10
-12

 m
2
/N) 

20.7 (10
-12

 m
2
/N) 

Dielectric loss factor   tanδ(10
-3

) 20 

 

 

As shown in Fig. 4, for specimens IIIA3C and IIIA4C transducers were placed in the area 

where FRP rupture occurred. For specimens II3C and II4C the nearest PZT transducer in the area 

where FRP rupture occurred was placed in a distance of 70 mm and 170 mm, respectively. 

The main properties of the PZT transducers are presented in Τable 1, as provided by data sheets 

of the manufacturer. The PZT transducers were used autonomously as wave transmitters and 

receivers at the same time. 

 

 

4. Experimental results and discussion 
 

As mentioned above the electromechanical admittance of the PZT sensors was obtained during 

the experimental procedure for various strain values. The measure used for damage detection is the 

real part of the complex number of the electromechanical admittance (Conductance). From the 

stress-strain curves given in Fig. 5 it can be seen that for the specimens with the three layers of 

CFRP jacket the peak load is reached for higher values of strain than for the specimens with two 

layers. Hence the damage for specimens II3C and II4C must had started at an earlier stage (for 

lower values of strain) than for the other two specimens. 

Figs. 6-17 illustrate subplots of the Conductance measures with respect to Frequency for 

specific values of strain. Instead of illustrating the graphs for all frequency values and the 

corresponding Conductance values, subplots are presented for a subspace of frequency values near 

the first resonant frequency, where the most significant variations of the Conductance were 

recorded. 

At the beginning of the experiment (healthy state) the strain is equal to zero. As the axial load 

increases, cracks are created at the concrete substrate. Consequently the admittance of the concrete 

member changes as the cracks propagate. In the graphs of Conductance-Frequency at the resonant 

frequencies (about 160-165 kHz) where conductance reaches its maximum values (peaks), the 

variation of its value for various values of strain, is notably visible. This variation is associated 

with the damage of the specimens. 

The damage detection is quantified by calculating the normalized root-mean-square-deviation 

(RMSD) and can be used as a damage index. The RMSD value of the i
th
 measurement Gi with 

respect to the initial measurement G0of the conductance is defined as 
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Fig. 5 Stress-strain curves 
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Fig. 18 illustrates the RMSD value as defined in the previous equation for each measurement 

during the experiment and for each PZT transducer. 

The admittance can be either increasing or decreasing. The peaks of the admittance at the 

resonant frequencies just indicate the dynamic behavior of the system PZT-structure. The 

measurements of the current flow depend on the strain developed on the PZT. When damage 

occurs, the dynamic behavior of the system PZT – structure, changes. After cracks are formed, at 

the beginning of the experiment, it is likely to observe decrease of the admittance, for example 

because of compression of the two sides of the crack, but as the cracks propagate and their width 

increases, the admittance will be increasing. Furthermore when a structure is strengthened with 

FRP jacket, as the strain increases, the behavior of the current flow will be different after the 

debonding of the FRP jacket. Ιn Fig. 6 relating to PZT_u for Specimen II3C, the peak value of the 

real part of the admittance (Conductance) gradually decreases for strain values up to 0.14%. In 

Figs. 7 and 8 counterpart graphs are given for PZT_b and PZT_l. The curves of 

Conductance-Frequency for PZT_b and PZT_u indicate small variations proving that the 
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transducer located at least 150 mm far from PZT_u exhibits different behavior with transducer 

PZT_u. Thus, the signature of the admittance of PZT_u located in the vicinity of the FRP rupture 

was found to have undergone drastic changes while the second and the third PZT placed in 

between (PZT_b) and at the lower part of the specimen (PZT_l), respectively, fail to detect damage, 

as they are located far from the area where the FRP rupture occurred. In Figs. 9-17 the 

Conductance-Frequency graphs are presented for the other three specimens. 

The graphs regarding Specimen II4C confirm the behavior of the PZT transducers observed for 

Specimen II3C. As mentioned above, the FRP jacket rupture for Specimen II4C occurred at the 

lower part of it. The nearest transducer PZT_l was located 170 mm far from the area of the FRP 

rupture (220 mm far from the bottom of the specimen). 

For the specimens strengthened with three layers of FRP, the transducers placed near the area 

where the FRP rupture occurred (PZT_u for Specimen IIIA3C and PZT_l for Specimen IIIA4C), 

gave similar recordings. The Conductance increases at the beginning and starts to decrease for 

strain values corresponding to load values close to the peak load. 

It is clear that for the specimens strengthened with two layers of FRP jacket, when a PZT 

transducer is placed to a close distance (maximum 170 mm in this study), it can detect the damage 

of the concrete substrate at an early stage. For the specimens strengthened with three layers of FRP 

jacket, the PZT transducers used fail to detect the damage of the concrete substrate. 

 

 

Fig. 6 Conductance versus frequency, Specimen II3C-PZT_u 

 

 

Fig. 7 Conductance versus frequency, Specimen II3C-PZT_b 
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Fig. 8 Conductance versus frequency, Specimen II3C-PZT_l 

 

Fig. 9 Conductance versus frequency, Specimen II4C-PZT_u 

 

 

Fig. 10 Conductance versus frequency, Specimen II4C-PZT_b 
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Fig. 11 Conductance versus frequency, Specimen II4C-PZT_l 

 

Fig. 12 Conductance versus frequency, Specimen IIIA3C-PZT_u 

 

 

Fig. 13 Conductance versus frequency, Specimen IIIA3C-PZT_b 
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Fig. 14 Conductance versus frequency, Specimen IIIA3C-PZT_l 

 

Fig. 15 Conductance versus frequency, Specimen IIIA4C-PZT_u 

 

 

Fig. 16 Conductance versus frequency, Specimen IIIA4C-PZT_b 
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Fig. 17 Conductance versus frequency, Specimen IIIA4C-PZT_l 

 

   

   

   

   

Fig. 18 RMSD versus strain 
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Table 2 Maximum stress and corresponding strain value 

Specimen Maximum stress(MPa) Strain (%) 

II3C 25.99 0.375 

II4C 21.24 0.49 

IIIA3C 31.68 1.02 

IIIA4C 30.87 0.83 

 

 

The strain values for which the Conductance is illustrated in Figs. 6-17 represent a significant 

proportion of the strain value that corresponds to the peak load and consequently to the maximum 

stress. The maximum stress value for each specimen is presented in Table 2. 

As already mentioned above, the quantification of the damage is achieved by using the 

root-mean-square-deviation (RMSD) index. In Fig. 18 the RMSD index is calculated for the same 

strain values as the Conductance. The variations of the RMSD index is wider for the transducers 

placed near the damage area as expected for the specimens strengthened with two layers of FRP 

jackets. For the specimens strengthened with three layers of FRP jacket there is no consistent 

behavior though. The most significant variations of the RMSD index value are observed for the 

transducers placed between the upper and lower transducers. In the middle area of the height of the 

specimens the dilation behavior of the FRP jacket is observed for column specimens subjected to 

compressive axial load. Hence the deformation of the FRP jackets is visible and obtains high 

values. 

Because the area where the FRP fracture would occur was not known in advance, the 

transducers were placed in various positions. The distance between the transducers PZT_u and 

PZT_b is smaller than the distance the transducers PZT_l were placed from PZT_u and PZT_b. 

Therefore a comparison would be meaningful only for the transducers PZT_u and PZT_b for each 

specimen. For the specimen II3C where PZT_u and PZT_b are placed in a distance of 150 mm it is 

obvious that the behavior of those two transducers is totally different. On the contrary for the 

specimens II4C and IIIA3C where the transducers were placed in a distance smaller than 120 mm 

the variation of the admittance has the same behavior for the transducers PZT_u and PZT_b as it 

can be seen in Fig. 18. Hence the influence radius of each transducer is approximately 60 mm. 

 

  

5. Conclusions 
 
The PZT transducers employed for damage detection of the concrete substrate in reinforced 

concrete column specimens confined by FRP jackets perform very well if the FRP jacket consists 

of two layers, but fail to detect the damage if the number of the FRP layers increases. It is possible 

that when the PZT transducers fail to detect the damage of the concrete substrate, they operate as 

strain-gauges measuring the admittance due to the deformation of the jacket. Although this is only 

an initial study, the results indicate that the use of PZT transducers on FRP jackets for damage 

detection is a highly promising technique. However more research is necessary to be carried out 

concerning the specific topic. 
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